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Avslut av inspekt ionsdrende
Kemikalieinspektionen var tidigare t hr ph ett inspektionsbesok hos et och di
tnhamtades fte varuprovet for analys. I{emikalieinspektionen har nu fitt
analysresultaten fot dessa prover, se bifogade analysrapporter.

Ytd analysen hittades inga av de eftersokta amnena.

I{emikalieinspektionen ser ingen anledningattgi vidare i irendet. Hdrmed avslutas
irendet.
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1,. Analysrapport "Decibel 1"
2. Analysrapport "Hojer classic"
3. Analystapport "Zealandwool'
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{ W0rzburger 5tra0e 152 90766 Fiirth Germany

Kemikalieinspektion
Esplanaden 3A, Box 2
172 13 Sundbyberg
Sweden

Frirth, 20.06.2012

Test report No FUHL12134B0

Arr ival  in lab:  18.05.2012; processing t ime: 18.05. *  2A.06.2012
Lab Director: Kerstin Scharrer

Ceneral note: Copying this test report partially is permitted only in agreement with the contracted lab. The tests results refer only to the tested item.
This report consists of 2 pages.
The test method signed with * as not listed in the attachment of the accreditation certificate.

Sample description: Flooring

Tested components: Cross section of upper side black/white
inseparable

Remark: double determination (A+ B) for each parameter.

- Iest results see next pages -

+ bottom side mesh owes white,

Intertek Consumer Goods GmbH
Wurzburger StraBe 152
90766 FUrth, Germany

Tel.:  +49 911 74075 0
Fax: +49 91 1 74075 30
cg, germany@intertek,com

Sitz Furth
Amtsgericht FLirth, HRB
USt- ldNr .  DE169317871

Geschiiftsfuhrer
5756 Kay Gronhardt

Rainer Mast

Durch die OAkkS nach DIN EN fsO/lEC

llJl?i,:!,i,t'nii,l'il:":,:'ilT:;' ( onx*s .
Urkunde autgelUlinin Prufverfahrer ffi$.*.o*n

$'rl-l{r8d-t,l 11:

No Company Diarie no Name of floor art no Batch Fabric

12 Aprobo 8103-H12-00234 Zealand wool

wool
(containing 48
ppm of bromine
and 233 Cr)



Page 2 of 2 page{s} of our test report No FUHLl2l3480 dated 20.06.2012

Sample description: Flooring

No Company Diarie no Name of floor art no Batch Fabric

12 Aprobo 8103-H12-00234 Zealand wool

wool
(containing 48
ppm of bromine
and 233 Cr)

Comment:
n.d. : not determinable

Determination of perfluorinated tensides, results in pglmz

Test method: LC/MS*
Limit oi quantification; 0.4 prglmz each

A B
PFOS n.d . n.d.
PFOA n.d. n.d.
PFOS: Perfl uorooctane sulfonate
PFOA: Perfl uorooctanoi c acid

Flame retardant products in mdkg
Test method: GC/MS+
Limit of quantification in mg/kg * L.o.q.

Parameter Abbrcv. t.o.q' A B
Polvbrom inated Biphenvles PBB 100 n.d. n.d .
Tri{2, 3-d i brom o propylFphos ph ate TRIS 100 n.d. n.d.
Tris-(azi rid i nylFphosph i noxide TEPA 100 n.d . n.d.
Pentabromod i phenylether pentaBDE 100 n.d . n.d.
Octabromod i phenylether octaBDt 100 n.d. n.d.
Decabromod i phenyl ether deca BDt 250 n.d. n.d.
H exabromocycl ododecan e HBCDD 100 n.d. n.d.

Screenins on further roo I  n.d. t n.d.1

rThere were no significant concentrations of flame retardant products detected.

lntertek Consumer Goods CmbH

o A. Breunig n K" Crdnhardt, o Dr. K. Laue.Schuler, o C. List,
n D. Ltiw, o M. Neumeister, tr Dr. N. Schneider, o K. Scharrer, 

\ 
M. Tutsch

a

Intertek Consumer Goods GmbH
WrJnburger StraBe 152
90766 F0rth, Germany

Tel . :  +49 911 74075 0
Fax: +49 911 7407530
ca. germany@intertek.com

Sitz Frlrth
Amtsgericht Furth, HRB 5756
Ust-ldNr. DE 1 693 1 7871

Geschiftsfuhrer
Kay Gr6nhardt
Rainer Mast
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s'�raBe 1s2 e0766 F'r'�h

Esplanaden 3,A, Box 2
172 13 Sundbyberg
Sweden

Test report No FUHll213479

Arr iva l  in  lab :  18 .05 .2012;  p rocess ing  t ime:  18 .05 .  -  20 .06 .2O12
Lab Director: Kerstin Scharrer

Ceneral note: Copying this test report part ial ly is permitted only in agreement with the contracted lab. The tests results refer only to the tested i tem
This report consists of 2 pages.
The test method signed with * is not listed in the attachment of the accreditation certificate.

Sample description: Flooring

Tested components: Cross section of 3-layer-Flooring, inseparable

Remark: double determination (A+ B) for each parameter.

- Iest resu/ts see next pages -

Frirth, 20.06.2012

Durch die DAkkS nach DIN EN lsO/lEC
1 7025 akkreditiertes Pruflaboratorium
Die Akkreditierung gilt f0r die in der
Urkunde auf gef Uhrten Pf i.lfuerfahren

Intertek Consumer Goods GmbH Tel.: +49 911 74075 0 Sitz FUrth
Wurzburger StraBe 152 Fax: +49 911 74075 30 Amtsgericht Furth, HRB 5756
90766 FUrth, Germany cg.germany@intertek.com USt-ldNr. DE169317871

Geschdftsfuhrer
Kay Gr6nhardt
Rainer Mast

No Company Diarie no Name of floor art no Batch Fabric

1 1 Aprobo 8103-H 12-00234 Hojer classic polyamide



Page 2 of 2 page(s) of our test report No FUH 112 13479 dated 20.O6.20"12

Sample description: Flooring

No Company Diarie no Name of floor art no Batch Fabric

1 1 Aprobo 8103-H12-OO234 Hcijer classic polyamide

Comment:
n.d. :  not determinable

Determination of perfluorinated tensides, results in pglm2

Test method: LC/MS*

Limit of quanti f icat ion: O.4 pglm2 each

A B
PFOS n . d . n . d .
PFOA n . d . n . d .
PFOS: Perfl uorooctane sulfonate
PFOA: Perfluorooctanoic acid

Flame retardirnt products in mS/kS
Test method: CC/MS*
L imi to f  quant i f i ca t ion  in  mg/kg :  L .o .q .

Parameter Abbrev. l-.o.q. A B
Polybrom i nated B i phenyles PBB 1 0 0 n . d . n . d .
Tri-(2, 3-d i b rom o p ropyl )-p h os ph ate TRIS 100 n . d . n . d .
Tris-(azi rid i nyl)-phosph i noxide TEPA 100 n . d . n . d .
Pentabromod i ohenvl ether pentaBDE 100 n . d . n . d .
Octabromod i ohenvleth er octaBDE 1 0 0 n.d . n . d .
Decabromod i ohenvlether deca BDE 250 n.d . n . d .
Hexabromocvcl ododecane H B C D D 1 0 0 n . d . n . d .

Screenins on further 1 o o  I  n . d . l n . d . 1

tThere were no significant concentrations of f lame retardant products detected.

Intertek Consumer Goods GmbH

PriJfleitung I Lab Manager
a A. Breunig, o K. Cronhardt, a Dr. K. Laue-Schuler, tr  C. List,

n D. Low, n M. Neumeister, tr  Dr. N. Schneider, n K. Scharrer, tr  M. Tutsch

lntertek Consumer Goods GmbH
Wtirzburger StraBe 152
90766 F0rth, Germany

Tel.:  +49 911 74075 A
Fax: +49 911 7407534
cg. germ any@intertek.com

Sitz FUrth
Amtsgericht FUrth, HRB 5756
Ust-ldNr, DEl69317871

GeschSftsfUhrer
Kay GrOnhardt
Rainer Mast



Kemikalieinspektion
Esplanaden 3A, Box 2
172  13  Sundbyberg
Sweden

FLir th,  20.06.2012

Test report No FUHLl213478

Arr iva l  in  lab :  18 .05 .2012;  p rocess ing  t ime:  18 .05 .  -  20 .06 .2O12
Lab Director: Kerstin Scharrer

Ceneral note: Copying this test report part ial ly is permitted only in agreement with the contracted lab. The tests results refer only to the tested i tem.
This report consists of 2 pages.
The test method signed with * is not l isted in the attachment of the accreditat ion cert i f icate.

Sample description: Flooring

Tested components: Cross section of 3-layer-Flooring, inseparable

Remark: double determination (A+ B) for each parameter.

- fest results see next pages -

Intertek Consumer Goods GmbH
Wtlrzburger StraBe 152
90766 Frlrth, Germany

Tel.:  +49 911 74075 0
Fax: +49 911 74075 30
ca. germany@intertek.com

Sitz FUrth
Amtsgericht Furth, HRB 5756
USt-ldNr. DE169317871

Durch die DAkkS nach DIN EN lSO/lEC

;''i i? -*:'':l'1"$"; iJiJ',"3,"J"'iT::' ( pnx$s -
Urkunde aufgef0hrten Prlfver{ahren. ffffi^,*rro1"

rl.Fr^14!.s4 rll"dc

Geschiiftsf uhrer
Kay Gr6nhardt
Rainer Mast

No Company Diarie no Name of floor art no Batch Fabric

' t0 Aprobo 8103-H 12-00234 Decibel 1
synthetic rubber
+ polvester



Page 2 of 2 page(s) of ourtest report No FUHLl213478 dated 20.06.2012

Sample description: Flooring

No Company Diarie no Name of floor art no Batch Fabric

1 0 Aprobo 8103-H12-OO234 Decibel 1
synthetic rubber
+ polvester

Comment:
n.d. :  not determinable

Determination of perfluorinated tensides, results in pglm2

Test method: LC/MS*
Limit of quantification: O.4 trtglm2 each

A B
PFOS n . d . n . d .
PFOA n . d . n . d .
PFOS: Perf I uorooctane su lfonate
PFOA: Perfl uorooctanoic acid

"f

Flame retardant products in mg/kg
Test method: CC/MS*
Limitof quanti f icat ion in mg/kg: L.o.q.

Parameter Abbrev. [.o.q. A B
Polvbrom i nated B i phenvles PBB 100 n . d . n . d .
Tri-(2, 3-d i b ro mo p ro pyl )-ph osp hate TRIS 1 0 0 n . d . n . d .
Tris-(azi rid i nyl)-phosph i noxide TEPA 1 0 0 n.d . n . d .
Pentabromod i phenvl ether pentaBDE 1 0 0 n.d . n . d .
Octabrom od i phenv I eth er octaBDE 1 0 0 n . d . n . d .
Decabromod i ph envl eth er deca BDE 250 n . d . n . d .
Hexabromocvcl ododecane HBCDD 1 0 0 n . d . n .d .

Screening on further 1oo  I  n .d . t n . d . t

'There were no significant concentrations of f lame retardant products detected.

lntertek Consumer Goods CmbH

Prijfleitung / Lab Manager
a A. Breunig, a K. Cronhardt, n Dr. K. Laue-Schuler, tr  C. List,

n D. Low, n M. Neumeister, n Dr. N. Schneider, n K. Scharrer, tr M. Tutsch

lntertek Consumer Goods GmbH
WUrzburger StraBe 152
90766 FUrth, Germany

Tel.:  +49 91174075 0
Fax: +49 911 7447530
cg. germany@intertek.com

Sitz FUrth
Amtsgericht Frirth, HRB 5756
Ust-ldNr. DEl69317871

GeschiiftsfUhrer
Kay Gr6nhardt
Rainer Mast


